™

b ———

PRODUCT BULLETEY

BULLETIN NO:

DRFATL 8 OOas iy RADIANT JIEAT J-GO03A
Pgézdc,ﬁ“ ST g JOINT CU APOUND DATE: 11-6-73
Sl PAGE: 1 of 2

ys PROLUCTG: PLANT . .

APFROVA SEATTIE CANCELS: J=6003A
24K gp% DATE: 2-9-71
WAV

BULdﬂIT . BESCRIFTION A POUNES GiLLonz

220 Whiting 53,27 1100

251 © | Mica, WNC ESOF 14,53 300

260 Sericite, Nervon 19,37 400

045 Asbestos 7RF 10 \k 4.84 100

166 = Hamaco 277 ‘ 2.42 50

330 Polyvinyl Aleohol \:Qh 1,9 40

164 . Glyoxal 80% ' §S3Yj .39 B

453 Presarvative Q\%‘ ﬁk .10 2

N\
245 Thickener \ m 48 10
Y

Akl SNO CAL Clay N\J 2.42 50

454 Neopeo PD-1 Defoamer 24 4
432 Solfast Green V - (4 oz)

TOTAL 100,00 2065

MANUFACTURING TNSTRUGTICRS :

A,

2, Mixing tine s

QUALITY CONTRCL:

See Process Bulletin J 303,
shall be & minutes minimum and 12 minttes maximum,

150 gm eylinder @ 5 sec

Th=1 Viscosity,

TM~3 Taype Bondio Cubleboard
TM™6 “Application

T™M-7 Workabiltity

TH~35 0,25 Dordic Acid Test

38 - A0 mm

9 - 10

Equal to Standard

Equal {to Standard

Ho TFirm Gel after 1 Minute,
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PRODUCT SPFECIFICATIONS:

Test Method

TM~-1 Viscosity 150 gnm cylinder € 5 sec 38 - 40 mm
200 gm to 160 ce water
TM-14A Viscosity (Mixzing Water of 166co0/iC0 15¢,000 to 325,000cpe
i gm} (Sg.T.C., 8 5 rpm, Helipath
- motor on)
. TM=-2 pH {Beckman meter) 8.0 to 9.2
TH-3 Tape Boné €@ 70°F, @ 40-70% R.H. 9 - 10
Thi-3 Tape Bond @ 42°F, @ 50-50% R.H. 8- 9
Th=5 Open Time @ 700F, (mirutes) 15 minimum
TM-G Shrinkage {cup method)}, maximum 35%
TM=10 Edge Cracking & 110°F (normal test) none
TH~12 Crit - percent total All passing 8C mesh

screen 0,05%

THi~16 Rate of Wetting (secomds) 30 maximum
Th-18 ater Resistance (minuies) 2 minipum
TM-25 Nermal fpplieation Consistency. ce Bz - &7
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